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Base Oil Rescycle SN500

DAYA

INTERNATIONAL Co.

Test Result SN500 Method Unit
Kinematic Viscosity@40c 102.97 ASTMD D7042 C.St
Kinematic Viscosity@100c 11.121  ASTMD D7042 C.St
Viscosity Index 92.2 ASTMD D2270
Density @15.6 c 0.8873  ASTMD D4052 gr/cm?3
Flash Point ” Cleveland Open Cup “ 240-245 ASTMDD92 C
Pour Point/low Floating point -5 ASTDM D5950 C
“Automatic Tilt Method”
Color 1-1.5 ASTMD D1500 .............
Total Base Number 0.408 ASTMD D2896 mgKOH /g
Total Acid Number 0.021 ASTM 664  mgKOH /g
High Shear High Temperature 3.01 ASTMD D4741 cp
Noak 2.8 ASTDM D5800 wt%
Copper 1a ASTMD ...
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